
TEST (PMI) REPORT - LUMPS

Sample 1 Sample 2 Sample 3 Sample 4

Titanium Ti 21.36 28.78 25.53 23.4

Manganese Mn 1.52 1.83 1.60 1.71

Molybdenum Mo 0.12

Zinc Zn 0.12

Zirconium Zr 0.60 0.97 0.59 0.52

Vanadium V 0.44 0.44 0.50

Niobium Nb 0.16 0.19 0.15

Iron Fe Balance Balance Balance Balance


